
Steel, Tubular Products and Steel Wire – August 2011

Table 1-6
Steel primary forms and pig iron — Production and shipments of steel, primary forms, year-to-date

Production Shipments

2010 2011 2010 2011

metric tonnes

Steel, primary forms (carbon and alloy including
continuous cast steel)

Electric furnace 3,631,056 3,747,643 x x
Basic oxygen furnace 5,163,291 4,994,759 x x

Steel, primary forms - Total 8,794,347 8,742,402 2,250,347 1,304,187

Included in "Steel primary forms total" above
Continuous cast steel 8,724,377 8,629,490 2,185,560 1,220,341
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